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This technical report has been reviewed and is approved. 

W. H. Ebelke, Colonel, USAF 
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ABSTRACT 

A research program has been conducted for the past six 
months Involving molecular flow effusion and mass spectrometric 
techniques in which thermodynamic properties were obtained for: 
AlHig), AlH2(g), Al(g),  O(A1B12(C) andAlB2(c). 
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I. INTRODUCTION 
y The extensive research and development efforts in the area of high energy 

propellant systems, solid, liquid and hybrid, have led to consideration of an 
increasingly large number of compounds containing an ever-widening spectrum 
of the elements.   The accurate theoretical evaluation of these new propellant 
systems in terms of specific impulse, range and similar parameters, requires a 
knowledge of the thermodynamic properties of the reactants (heat of formation, AH,( 

is the prime requisite here) and the thermodynamic and physical properties of the 
possible products.   Among the values required are heat of formation, entropy, heat 
capacity, melting point, and heats of vaporization, fusion and sublimation.   Since 
rocket exhaust temperatures are in the range 2000-5000 K, generally, the thermo- 
dynamic properties of the exhaust products must be known in this temperature 
range. 

The existence of thermodynamic data, whether theoretical or experimental, 
in the range of 20-600oK for a given compound is not sufficient to permit the 
accurate theoretical evaluation of a propellant system which on combustion might 
form this compound at temperatures of 3000oK.   Extrapolation of thermodynamic 
data over these temperature spans, i.e. 600 to 3000 K, are frequently inaccurate. 
More importantly, large numbers of species produced in propellant combustion 
do not even exist at lower temperatures and thus their properties can only be 
determined at the high temperatures where they are formed.   It is for these reasons 
that a research program has been undertaken in this laboratory to determine the 
physical and thermodynamic properties of those species expected to be formed by 
the combustion of propellants.     x 

During the past six months experimental studies were conducted for 
the reactions of (1) Al(l) with D2(g); (2) the decomposition of AlB2(c) and A1B 2(c). 
As a result thermal data have been obtained for the following compounds: 

AlH(g) AlB2(c) 

AlH2(g) OCA1B12(C) 

Al(g) 

All thermodynamic values reported at 2980K as well as those at the specified 
tures were cal 

indicated in the text. 
temperatures were calculated employing the latest JANAF Tables   except where 
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II.       THERMODYNAMIC PROPERTIES OF AlH(g), AIH^g) AND Al(g) 

A. Introduction 
Experimental evidence for the heat of formation of AlH(g) is base d 

2 
on the molecular spectra data reported by A. G. Gaydon.     His extrapolation 
of the vibrational levels gives 2.9 t 0.2 eV for the best value of D0 or 

A   o 62 t 5 kcal/mole for ^Hf2gfi0ir'   However, a linear Birge-Spooner extrapola- 
tion of the same spectra data yields 3.05 eV for D°.   No experimental or 
estimated values have been reported for the heat of formation of AlH2(g). 

Since no experimental measurements are reported for the D 
of AlH(g), an effusion-mass spectrometric study was undertaken on the 
equilibrium reactions involving deuterium gas and aluminun liquid over the 
temperature range 1430 to 1630oK.   Deuterium gas was chosen instead of hydrogen 
due to background interference at mass 28 where the A1H   ion would appear. 

B. Experimental 
1.      Apparatus 

The experimental apparatus consisted of two major sections: 
the high temperature double furnace, mounted in its own vacuum chamber 

— ft O 
(2 x 10      mm Hg), for heating the effusion cells to temperatures up to 2500 K; 
and the mass spectrometer vacuum chamber in which the quadrupole mass 
spectrometer (Electronic Associates, Inc. Model Quad 200) is held in a high 
vacuum (1 x 10     mm Hg). 

a.       Furnace System 
(1)      Vacuum Chamber 

The furnace chamber was fabricated in a cross 
configuration using 304L stainless steel 12" and 3 1/2" schedule 10 pipe 
and 3/8" thick plate.  All seams were heli-arc welded on the inside to 
minimize the outgassing load.   The mass spectrometer system sealed off one 
end of the 12" pipe, while the other 12" flange supported the furnace assembly. 
The cross was attached to the pomping system via one of the 3 1/2" sidearms 
while the other was sealed by a plate flange containing a 2" quartz window 
to permit visual temperature measurement.   Only viton O-rings and teflon 
ferrules were used as seals.   The cross section drawing of the chamber is 
presented in Fig. 1. 

( 
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During furnace operation the 12" pipe was 
cooled with freon 22 which was expanded through a coil of 5/8" copper 
tubing soldered to the outside surface of the 12" pipe while each 12" flange 
was air cooled using high speed blowers. 

The furnace chamber was evacuated by a 4" 
high speed NRC diffusion puiap (750 l/sec), charged with Dow Coming 705 
oil.   The diffusion pump is backed by a Welch Duo-Seal two stage forepump 
(100 1/min).   Both an NRC expanded water cooled chevron baffle and a 4" Veeco 
cold trap were included in the system. 

(2) Furnace 
Each heating element of the double furnace 

consisted of twelve high density graphite rods ( 1 3/4" long by 1/8" diam., 
—3 —1 resistivity 1.5 x 10     ohm cm   ) connected in series via eleven 1/4" diam. 

coupling rods..   These couplers joined the 1/8" rods at alternate ends to 
provide a separation of 0.386" between centers.   This distance is equivalent 
to a 30° chord of a 1 1/2" diam. circle.   The resistance at room temperature 
of each element was approximately 1.0 ohm. 

The radiation shielding was a set of nine nested 
cylinders, fabricated from 5 mil tantalum sheet.   The shield diameters ranged 
from 2 1/2" to 4 1/2" with the corresponding lengths changing from 7" to 
8 1/2", which gave a uniform 1/8" spacing between shields.   The cylinders 
were supported by three 1/8" rods which passed radially through the shields 
at 120° intervals around each end.   These rods terminated in three 1/2" diam. 
stainless steel rods that held the shield system 4" off the flange.   These 
shields were kept rigid and concentric by .120" thick graphite annular spacers 
placed between each shield on these 1/8" rods.   The cylinder ends were 
closed by a mating stack of discs.   The   top stack was provided with a 1/2" 
hole which was coaxial with both the mass spectrometer ionizer and reaction 
cell orifice while the bottom set had a 3/4" hole to permit the reaction cell to 
pass into the furnace.   The shielding was divided into two equal chambers 
by nine 2 1/2" diam. discs, each having a 3/4" hole on center. 

(3) Temperature Measurement and Control 
Power for the heating element was supplied by 

^» 
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a 45 amp 0-230V Varlac for temperatures above 1800oK and by a 64 amp 0-30V 
transformer for temperatures below 1800 K.   The cell temperature was 
measured by sighting through a set of 1/4" holes in the cylindrical shields, 
coaxial with the viewing port, with a factoty calibrated Pyro Micro Optical 
Pyrometer.  The filament current, corresponding to a given temperature, 
was read as the voltage drop across a 1 ohm standard resistor on a Leeds 
& Northrup millivolt potentiometer.  The temperature resolution at 1000oC was 
approximately 1/2 degree.   The shield system was very effective in producing 
near black body conditions since both the BeO and graphite cells showed nearly 
identical temperatures at the same power setting.   The temperature was stable 
to within 1 to 2 degrees at a constant power level. 

(4)      Reaction Cells and Flow System 
The reaction cell and gas flow tube were 

mounted on a separate flange which was sealed to the center of the main 
furnace flange via a viton O-ring.  This arrangement facilitated the maintenance 
of the reaction system without disturbing the furnace assembly.   The BeO 
reaction cell (orifice dimensions: .92 mm diam. ,6.8 mm long) used in the 
aluminum diboride and aluminum hydride studies was Joined to a molybdenum 
flow tube (.25" o.d. x .19" i.d.) via a molybdenum bushing.   In the AlB.» 
studies a graphite cell (orifice dimensions: 1.01 mm diam., 5.3 mm long) 
was employed. 

The D2 reaction gas for the AID experiments 
was reduced from the high cylinder pressure to 0.1 atm by expansion into 
a 2 liter ballast tank, which was previously baked out and evacuated via an 
auxiliary vacuum system (5 x 10     mm Hg).   The 2 liter volume of the reservoir 
tank was large enough so that Ine gas flow rate at a 100 micron cell pressure 
resulted in less than a 1% change in tank pressure after one hour.   This 
arrangement minimized the number of adjustments to the Granville-Phillips 
variable leak valve during a run to maintain a constant D» pressure in the 
cell.    The gas pressure in the flow tube was monitored by a calibrated Veeco 
DV-1 thermocouple gauge. 

b.       Mass Spectrometer System 
(1)      Vacuum Chamber 

This chamber was constructed in a cross con- 
figuration using 5" and 3 1/2" 304L stainless steel pipe.  The pumping 

C 
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system was Joined to this chamber via the 5" pipe, giving maximum con- 
ductance for evacuation of the chamber.   The mass spectrometer probe was 
mounted to one of the 3 1/2 " arms while the second was welded closed with 
a 12" flange.   This flange, which was common to the furnace chamber, had 
a 1/4" hole on center to permit the molecular beam from the effusion cell to 
enter the mass spectrometer chamber.   This hole could be sealed by rotating 
a stainless steel bar containing a viton O-ring and drawing the bar flush with 
the flange surface.   This valve provided flexibility in bringing the furnace 
chamber and reaction system to atmospheric pressure without having to 
pressurize the mass spectrometer chamber.  All seals in the system were metal 
to provide the highest possible vacuum.   The pumping system consisted of a 
4" CVC diffusion pump charged with Dow Coming 705 oil, a 4" Granville- 
Phillips Cryosorb cold trap and a Cenco Hyvac 7 forepump.   The vacuum in 
the chamber without bakeout was between 1 - 2 x 10     mm Hg. 

(2)      Quadrupole Mass Spectrometer 
The quadrupole mass spectrometer used in this 

study (Model Quad 200 manufactured by Electronic Associates, Inc.) had a 
-14 resolution of 500 and a sensitivity of 10       torr for N«, when an electron 

multiplier was used in conjunction with an electrometer amplifier.   The 
quadrupole probe, factory mounted on a 4" Ultek flange, projected approxi- 
mately 9" into the vacuum system. 

c.       Measurement of Ion Intensity 
The detection of a gas specie in a molecular beam 

by mass spectrometric measurement was limited by the interference of 
background gases at the same m/e number.   Since the molecular beam cross 
section was only a fraction of 4ft' steradians at the ionizer ( ^ 10   ) the 
effective specie "pressure" in the beam was consequently attenuated by this 
factor relative to the background gases.   However, there were several means 
available to improve the signal level over the background level: 

1.       By providing separate pumping systems for both 
the mass spectrometer chamber and the furnace chamber where the molecular 
beam originates, the residual gases in the mass spectrometer chamber could 
be held at the lowest possible level.   In the present experimental arrangement 
a 200 fold pressure difference could be maintained between the two chambers. 

.. 



2. The gas effusing from the reaction cell must 

reach the ionizer in a collision free trajectory in order to generate a meaning- 
ful signal.   Those molecules which leave the cell at off axis angles ( > i 1.50°) 
were not effective in producing a signal but contributed to the background 
pressure in the furnace and a proportional amount in the mass spectrometer 
chamber.   Since the noise interference at a given peak was dependent 
directly on the d.c. level generated by these background gases, a reduction 
of these off axis molecules improved the signal to noise ratio considerably. 
These off axis molecules were attenuated by the use of 1/4" long orifices 
in the reaction cells. 

3. To distinguish the beam from the background 
level a simple scheme of manually rotating a sector in the beam path was 
employed initially.   However, this technique required considerable arduous 
labor to obtain ion intensities for many species at several temperatures. 
This was replaced by a rotating chopper and a highly sensitive detection 
system.   The molecular beam was mechanically chopped by a two-bladed 
shutter rotating at a speed of 15 rps.   This sector was driven externally by 
a Bodine 1800 rpm synchronous motor via a rotary seal and a 2:1 gear reduction 
using Pic Design non-slip pulley and gears.   The rotary seal, designed in 
this laboratory, contained two precision ball bearings and a double O-ring 
seal.   The intervening space between the seals was pumped to     30 microns 
as a precautionary measure in case of a seal failure while the furnace was at 
a high temperature. 

Ion currents, which originated from species 
in the molecular beam, appeared as a 30 ops square wave while background 
gases continued to exist as a d.c. current.   The output from the electron 
multiplier was amplified by a Keithly electrometer amplifier Model 300, 

6 9 incorporating a series of feedback resistors from 10   to 10   ohms.   The 
band pass of the amplifier was 1 kc at a 3 db attenuation.   The output signal 
from the electrometer amplifier was fed to a Princeton Applied Research Model 
JB4 lock-in amplifier.   Any signal which was in phase with the "open" time 
of the chopper was integrated at the output.   Integration time constants up 
to 65 sec could be selected to average random ion noise. 

The reference signal for the lock-in amplifier 



was derived from a signal generated by passing two miniature magnets 
V past a magnetic recording head.   These magnets wero held radially in an 

aluminum disc, attached to the shaft of the motor.   Minor adjustments in the 
phase angle were effected by a delay circuit in the reference wave generator. 

The detection limit of the electron multiplier 
-14 current achieved under these conditions was 5 x 10 '    amp, which is 

equivalent to a few ions per second arriving at the electron multiplier. 
In addition, a 30 cps current could be detected in a do signal 1000 times 
greater. 

To ascertain   the    beam density of the chopped 
ion a sector with several holes ranging from 1/16" to 7/32" in 1/32" steps 
could be placed in the beam path.   Species which originated solely from 
the cell showed no significant attenuation with hole sizes 1/8" and above. 
This sector was approximately 3" from the reaction ceil.   During the studios 
reported here the aperture was kept at 1/8" . 

C.      Results and Discussion 
-4 Employing a deuterium pressure of 10     atm over liquid aluminum 

in the temperature range 1100 to 1630 K the only ions which gave a detectable 
+       +      + + + signal were D , D» , Al   and AID   .   No peak attributable to AID»    could be 

distinguished over the background noise, even up to a D9 pressure of 
-4 + 5 x 10      atm.   In the temperature range studied the D   ion is a fragment 

from D9 .   Also, no other species involving Al and D were observed. 
The AID   ion (m/e ■ 29) was observed over the temperature 

range 1430 to 1630oK at an intensity level of approximately 1% of the aluminum 
ion intensity (m/e = 27).   The appearance potential for AID   was determined 
from the ionization efficiency curve (see Fig. 2) to be 7.9 eV, which is in 

3 
agreement with the estimate of 7.95 eV made by Grimaldi   based on molecular 
spectroscopy data.   Measurements of the ion intensity dt mass 27 and mass 29 
were made at 0.6 ma emission current and 12 volts electron energy.   The 
electron energy of twelve volts was established as the optimum value for 
the best signal to noise ratio at masses 27 and 29.   However, the appearance 
potential for D«   is 15.4 eV, which would necessitate making ion current 

U 
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measurements at two widely varying electron energy settings, l.e,  12 and 
20 volts.   Previous experience with the mass spectrometer ionizer has 

demonstrated that a long duration is required to establish a stable ion 
current reading when the electron energy is altered.   Thus the D« gas pressure 
was held constant throughout the experiments by adjustment of the variable 
leak valve. 

The following equilibrium reactions were considered for the 
interpretation of the ion intensity data. 

Al(l)=Al(g) (1) 

Al(g) + l/2D2(g) »AlD(g) (2) 

K    » I      +/I   + K2     1A1D /1A1 

Al(l) + l/2D2(g) »AlD(g) (3) 

hmhm * T 

The deuterium ion intensity was not included in equilibrium constants (2) 
and (3) since its pressure was held constant during the experiments. 

To verify that D9 was in equilibrium with A1(I) according to 
-4 reaction (3), the D9 pressure was varied over a factor of 15 from 10      atm 

—6 + to 7 x 10     atm.   The ion intensity of AID   was correspondingly reduced 
by a factor of 3.7, which is in reasonable agreement with the expected 
factor of 3.9 from reaction (3). 

Since the heat of formation of AID is highly dependent on the 
heat of vaporization of Al (reaction (1)), this equilibrium was studied 
without the presence of D, gas.   The ion intensity data and equilibrium constants 
from this study are presented in Table I.   A plot of log.Q K. vs 1/T is shown 
as run 3 in Fig. 3. 

8 



Two studies were made with D, gas present, the first with 
rising temperature and the second with decreasing temperature.   These ion 
current data and equilibrium constants for reactions (1), (2) and (3) are 
presented in Table II.   Figures 3, 4 and 5 show the second law plots for 
reactions (1), (2) and (3). 

In addition to these mass spectrometric measurements, the 
absolute vapor pressure of aluminum was determined from a Knudsen effusion 
experiment.  At 15780K, 4.05 mg of aluminum effused from the BeO cell during 

-4 280 minutes.   From the cell geometry (effective orifice area ■ 9.2 x   10 
2 cm   calculated from cell geometry and Clausing factor) this weight loss 

corresponds to an aluminum vapor pressure of 4.5 x 10     atm, while the 
JANAF tabulation on Al(g) gives 5.6 x 10"5 atm at ISyS0!?. 

1. Heat of Vaporization of Aluminum 
The three second law results for reaction (1) are in good 

agreement with each other, their values being 71.9 + 0.5 (no D« present), 
75.0 1 0.9 and 73.5 t 1.8 kcal/mole at the average temperature of 15250K. 
The uncertainty of the slope is the statistical error and does not represent 
the actual confidence limit.   Reduction of the average of these three values 
(73.5+1.5 kcal/mole) to 2980K yields 78.8 t 1.5 kcal/mole for the heat 
of formation of Al(g).   This is in good agreement with the value of 78.0 + 0.9 
kcal/mole reported in the JANAF Tables.     Recently, Potter   by means of 
the torsion effusion method obtained a second law value of 80.3 ± 1.2 kcal/mole 
for ^H^ggC^ of Al(g). 

2. Heat of Formation of A1H(Q) 

The two series of effusion-mass spectrometric experiments 
yielded -19.6 ± 1.0 and -20.1 ± 0.5 kcal/mole for the heat of reaction (2) 
at 15250K while for reaction (3) values of 54.8 t 0.4 and 53.3 ±1.5 kcal/mole 
were obtained.   (The uncertainties of the slopes are the statistical error only.) 
Since reaction (3) gives directly the heat of formation of AlD(g), it was 
employed exclusively for this thermodynamic quantity.   The average of the 
two runs of 54.0 ± 1.5 kcal/mole at 15250K reduces to 59.5 + 2.5 kcal/mole 
at 2980K.   This value is in agreement with the spectroscopic value of 62.0 kcal/mole. 



Within the experimental error this value is valid for AlH(g) since the 
deuterium bond stability is within one kcal of that of the hydrogen bond 
for most known deuterium compounds (i.e., D^O is more stable than H^O 
by 1.8 kcal) . 

A third law analysis of the data was made employing the 
1593.S0K point in run 3.   The cross sections for Al and AID are assumed 
to be essentially identical.  The change in mass spectrometer sensitivity 
with mass over this interval is negligible. 

Since Al   ion was measured 6 volts above its appearance potential while 
AID   was 4 volts above, a 1.5 factor was applied to the values of K» taken 
from Table II to correct it to the same electron energy difference. 

Thus, at the temperature of 1593.50K and for a pressure 
of Do of 10~4 atm r 

K. ,(4tßQxl9-3)(lt5)   . 0>69 atm.l/2 (5) 
2 10"^ 

This yields a third law     ^£298^ for AHifa) of 63.0 kcal/mole. 
3.       Heat of Formation of AlH^o) 

In an attempt to obtain a mass spectrometrlc identification 
of the AlH» molecule, experiments involving D» gas and Al liquid were 
performed at pressures up to 5 x 10     atm and at a temperature of 1550 K. 

Under these optimum conditions no positive identification of a peak at 
m/e a 31 could be made.  The modulated ion current was measured repeatedly 
at masses 31 and 31.5 for a period of approximately 10 minutes each, using 
a time const 'nt of 60 seconds to give maximum signal to noise ratio.   There 

C 
10 



was no discernible ion current difference between these two mass settings 

s* up to a detection limit of 1 part in 70,000 of the aluminum ion current.  At 
1550oK the Al(g) pressure is about 3.5 x 10"   atm.   Assuming the A1D2 parent 
ion would exist, the lower detection limit for AlD9(g) in the present study 

-10 is approximately 5 x 10       atm.   Based on the following equation 

A1(D + D2(g) -AlD2(g) (6) 

an equilibrium constant of 10     is obtained.   This is equivalent to a free 
energy of formation for AlD2(g) more positive than +42.5 kcal/mole.   The 
entropy of AlD2(g) at 1550oK has been estimated as 65.0 e.u. based on 
an analogy with BH,'   The resultant heat of formation of AlD2(g) is more 
positive than 44.3 kcal/mole at 1550oK and 50 kcal/mole at 2980K. 

The transpiration study for the reaction of Al(l) with 
iMg) at 1 atm was not attempted since three materials would be competing 
for the weight loss resulting from aluminum, i.e., Al(g), AlH(g), and 
possibly AlH2(g).   Employing the mass spectrometric data as a criterion 
the weight loss resulting from the formation of AlH2(g) would be approximately 

. 
10% of the total. 

11 



III.     THERMODYNAMIC PROPERTIES OP OCA1B12(C) AND A1B2 c) 
|^ A.       Introduction 

The solid phases of aluminum and boron are complicated and 
result In several stable compounds of varying compositions.  Aluminum 
diboride, AlB,, has been prepared by Feiten   In almost pure form by heating 
stolchiometrlc amounts of aluminum and boron to 1073 K.   However, the 
x-ray diffraction analysis showed somf: free aluminum present.   Duhart 
studied the synthesis of AlB« and found that Its formation was critical with 
temperature.   At a synthesis temperature of 1023 K the x-ray analysis showed 
weak AlB» lines and very strong aluminum lines.   He also verified Felten's 
work that 1073oK to 1093oK is the most probable temperature range for the 
synthesis of AlB» •  X-ray diffraction data at both these temperatures showed 
strong A1B2 lines with considerable aluminum line structure.  At a synthesis 
temperature of 1123 K to 1223 K the A1B2 x-ray structure becomes weaker and 
weaker with the aluminum increasing in strength and at 12230K no A1B2 is 
found.   He concluded that above 12230K A1B. is disproportionating to A1B.2. 
This has also been recently verified by Serebryanskii, et al,    who showed 
that above 12480K A1B, dis proportionates into oCAlB.,.   From these published 

CO 
reports Elliot     constructed  a phase diagram (see Fig. 6) showing the stable 
phases of the aluminum boron system.   The stable phase of O(A1B12 is shown 
as between 1248 to 17230K.   Above this temperature  OCA1B12 decomposes 
to   ^A1B12. 

Very little thermodynamlc data has been reported for the aluminum 
q I 

borides.   Armstrong and Domalski   measured the heats of combustion in 
fluorine of A1B2, O/A1B.2, and   /A1B.2.   Though the measurements were 
of high precision, the chemical analysis was not entirely satisfactory.   This 
class of compounds has a broad range of non-stolchiometrlc compound 
formation.       Thus an analysis which might be adequate to assign a formula 
to a stolchiometrlc compound is Inadequate for assignment of a composition 
to a non-stolchiometrlc compound.   The choice of composition in some cases 
caused a three kcal/mole difference in the heat of formation^   The authors 
indicated that a difference of 22 kcal/mole could be partly or wholly due to 
error of analysis.   Using the interpretation of non-stoichiometry and a 
distribution of non-metallic impurities in accordance with the Al/B mole 
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ratio, Armstrong and Domalski   reported the following heats of formation 
at 298^ in kcal/mole:   -16.2 for A1B2 213, -61.3 for o^AlB^ g6, and 
-37.9 for  fAlB.»  57«   Samsonov, et al, i1 measured the Langmuir vapor 

pressure of A1B.» and found that it decomposed into the elements.   They 
reported the heat of reaction as 45.7 kcal/mole, which yields a heat of 
formation for AlB.« of approximately 25 kcal/mole at 2980K.   In view of their 

positive heats of formation for ZrB, and TiB,, which JANAF reports to be of 
negative sign and some 150 kcal/mole lower, their value for AlB., may be 
disregarded. 

To obtain clarification of the thermodynamic properties of 
the aluminum borides, a molecular flow effusion-mass spectrometric study 
was conducted in this laboratory.  The compounds chosen for study were 
AlB2(c) and 0CAIB.2(0), which were obtained commercially.   A preliminary 
mass spectrometric investigation of the decomposition temperatures of these 
compounds essentially verified the phase structure shown in the phase 
diagram (Fig. 6).   Thus, studies were made for the heat of formation of A1B2 

in the temperature range of 1060 to 1220oK and for 0CAIB.2 in the temperature 
range 1200 to 1560OK. 

Since very little thermodynamic data are reported on the several 
aluminum borides the experimental measurement of the entropy of AlB- and 
oCAlB., was desirable.   This necessitated the obtaining of both absolute 

ion intensity measurements and effusion weight loss data. 
B.       Experimental 

1. Apparatus 
The description of the experimental apparatus is given 

in Section II.B. of this report. 
2. Materials 

a.       Aluminum Dodecaboride. O^A1B.2(C) 

A sample of   ^AlB.Jc) (min. purity 96%) was 
obtained from Alfa Inorganics, Inc. with the following analysis in weight percent: 

Al       18.20% C        0.80% 
B 78.81% Mg      0.05% 
Fe 0.05% Zr        0.10% 
Si 0.20% Unaccounted: 1.8% 
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Stolchiometry of the sample indicates AlB.. „., or 95.2% AlB.,.   X-ray 

analysis was performed on the sample by Edwards Air Force Base before 
and after heating and showed only OCA1B.2 to be present.   Samples were 
ground to a uniform particle size and loaded into a 0.3 mm i.d. glass capillary 
and mounted in a 57.3 mm Debye-Scherrer powder x-ray diffraction camera. 
A one-hour exposure was taker, of each sample using nickel-filtered copper 
radiation.   The effusion-mass spectrometric studies were made in a high 
density graphite cell. 

b.       Aluminum diborlde. AlB2(c) 
This material was also obtained from Alfa Inorganics, 

Inc. and had a typical analysis of Al 53.9%, B 45.3% and unaccounted 
0.8%.   This composition gives a stolchiometry of AlB«  .-, or 97.1% 
A1B2.   The analysis of these samples at Edwards Air Force Base showed 
Al 50.5% and B 44.9%, or A1B2 as 95%.   The residue was not analyzed. 
X-ray diffraction analysis at Edwards Air Force Base showed strong Al line 
structures.   Since the Al vapor pressures over the heated AlB, samples 
were much lower than that of pure Al, it is assumed that the Al x-ray lines 
are not due to free Al but may be due to some encapsulated Al in the solid phase. 
Since the vapor pressure of Ahg) over AlB, is slightly higher than for Al .C,, 
the graphite cell that was used in the AlB.» study was abandoned in favor 
of the BeO cell for the final measurements presented in this report. 

C.       Results and Discussion 
1.       Heat of Formation of O<A1B.2(C) 

An experimental study has been completed for the decomposition 
of    OCAIB.» in a carbon cell over a temperature range of 1200 to 1560oK, 
which is shown as Zone II in the phase diagram (Fig. 6).   In this region 
^•AlB.» decomposes according to the reaction 

AlB12(c) »Al(g) -1-128(0) (7) 

The ion intensities of aluminum (m/e "27), the 
equilibrium constants, and the temperatures are presented in Tables III and IV. 
The plot of log (I.. I) versus 1/T is shown in Fig. 7, with the least squares 
line given by the following equation: 
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log10 Hu'V'- 118
4'05070T*730 + 24-78 * O'11 (T

av = ^^       (8) 

The heat of reaction at 1400^ is 118.0 1 1.0 kcal/mole. 
The calibration of aluminum weight loss versus aluminum 

ion intensities was made for both the graphite and BeO cells.   These resulted 
in the following pressure-intensity relationships: 

For graphite cell; 

log10 P^atm) = log10 (1^ . 1^ - 13.15 ± 0.3 (9) 

For BeO cell; 

log10 PA1(atm) ■ log10 (1^ . T) - 13.28 + 0.3 (10) 

Employing equation (9) for the conversion of ion intensities to absolute 
pressures, the second law entropy of reaction at 1400^ is 53.2 + 1.5 cal/deg/ 
mole.   Using the JANAF data the resultant entropy for  <A1B12 is 103.3 

f cal/deg/mole at 1400*^.   Us'ig the JANAF value for the heat of vaporization 
of aluminum we find the heat of formation of  CP( AlB.2(c) to be -44.9 1 1.0 
kcal/mole at 1400 K.   Since no experimental heat content data are available 
for A1B19 from 2980K to 1400 K, the heat content was assumed to be equal 
to the sum of the heat content of the elements.       Thus the   c^Utonoov of 
cC A1B12 is calculated at -43.0 kcal/mole.   The identity of the constituents 
in reaction (7) has been confirmed by x-ray diffraction analysis.  A sample 
was heated for a short time and identified by x-ray to be C<A1B.2.   Another 
sample was heated for 10 hours with a weight loss of aluminum that represented 
50% reaction.   This sample showed both O(A1B.2 and boron lines.   The 
identification of A1B.2 lines and boron lines in this sample required careful 
examination since the similarity of the structures and electron density 

13 distribution of these compounds is well documented.       One of the intense 
lines for tetragonal boron (d - 2.426) increased considerably.   Also, several 
of the other strong tetragonal boron lines were enhanced in the heated sample. 

2.       Heat of Formation of AlB2(c) 
A study has been made of the thermal decomposition of 
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AlB2(c) in a BeO cell.   Two separate sets of experiments were performed 

tT over the temperature range 1060 to 1220 K (Region I of the phase diagram, Fig. 6). 
Duhart,    In previous experiments for the synthesis of AlB. from stoichiometrlc 
amounts of B and Al which were performed at 1173 and 12230K, reported the 
formation of some AlB.» along with the synthesis of AlB».   He dissolved the 
A1B, in HC1 and analyzed the residue by means of x-ray diffraction.   These 
x-ray data show lines for both  oCand   /^AlB,«.   Serebryanskil, et al,    state 
that tht decomposition of AlB» to A1B,, and Al is complete at temperatures 
above 1248 K.   However, at temperatures below this he also detected the 
formation of some  O^A1B.2.   Thus the evidence in the literature favors the 
decomposition of A1B« as 

6/5AlB2(c) = Al(g) + 1/5A1B12(C) (11) 

The first experimental study was made on a sample 
taken directly from the supplier's container, while the second was performed 
on a sample that had been heated at 1100oK for 20 hours in a separate vacuum 
system.   This sample had a weight loss of 0.5 mg from an original weight 

} of 20 mg.   This corresponds to a 5% loss of aluminum.   Since at 1100 K the 
pressure over liquid aluminum (2.2 x 10     atm) is approximately 5 times 
greater than that over AlB2(c) (4.0 x 10~     atm), it is reasonable to conclude 
that the free aluminum in AlB2(c) in excess of that predicted from the phase 
diagram was removed by this procedure.   Any excess aluminum impurity still 
remaining should not cause a change in the heat of reaction, since the 5% 
loss of aluminum had no effect on the value within the experimental precision 
of the measurements.   The low temperature range chosen for the measurements 
was necessitated by the instability of the AlB2(c) phase above 1250oK. 
(See   phase diagram, Fig. 6.)   The aluminum pressure over AlB2(c) in this 
reqion is extremely small, varying between 1 x 10        atm at 1060 K to 
3 x 10     atm at 1220 K.   Consequently, the measurement of the modulated 
aluminum ion current on the lock-in amplifier required long integration times 
to read the lowest pressure of 10~     atm with at least 5% precision. 

The ion intensities of aluminum, the equilibrium constants, 
and the temperatures are presented in Tables V and VI.   The plot of log (I.,  T) 
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vs 1/T is shown in Fig. 8.   The following two equations represent the least 

* square lines for experiments one and two, respectively. 

Experiment 1; 

lo910{IAl   •T)'-88f46.0507T720   •'• 21.49 ±0.14 (Tav = 11450K) (12) 

Experiment 2: 

lo*10 (I
A1 ' « " - 90^ ^T* 

340 * 21.65 t .07 (Tav = 1155°« (13) j 

The uncertainties given in these equations represent the statistical error and 

not the confidence limit.   The slopes for the two experiments, 88.6 + 1,0 

and 90.1 ± 1.0 kcal/mole, are nearly the same within the experimental 

precision in the measurement of the ion intensities.   The slight shift in the 

lines was caused by a change in the electron multiplier sensitivity. 

Employing equation (10) for conversion of ion intensities 

to absolute pressures, an average second law entropy of reaction of 38.0 

±1.5 cal/deg/mole at 1150oK is obtained.   Employing JANAF data, the 

standard entropy of AlB2(c) is 23.6 cal/deg/mole at 1150oK.   This value 
appears reasonable in comparison with other diborides.   Employing an average 

value of 89 .4 ± 1.0 kcal/mole for the heat of reaction, calculations can be 

made for the heat of formation of AIB2 from both equations (11) and (12). 

Employing equation (11) the heat of formation of AlBJc) at 1150oK is -20.4 

+ 1.0 kcal/mole.   (The decomposition according to equation (11) appears to 

be the reaction favored by several of the previous investigators (Feiten, 
6 7 Duhart,    and Serebryanskii )).   Employing the same analogy for the heat content 

as with A1B,2, the heat of formation of AlB2(c) reduces to -18.0 ± 2.3 

kcal/mole based on the reaction given by equation (11), in fairly good 

agreement with Armstrong and Domalski's   value of -16.2 kcal/mole. 
Elliot reports the peritectic point of AlB« to be 1248 K. 

AlB« decomposes at this temperature into a liquid of nearly pure aluminum 

(see Fig. 6) and solid   o^AlB,,, as given by reaction (11). 

This change of phase was verified in experiments in which 
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AlB2(c) samples were heated to temperatures above 1300oK.   After these 

r samples were heated they were cooled to temperatures of approximately 
1100 K; however, the vapor pressure of Al was then different and considerably 
higher at the same temperature where the vapor pressure had been previously 
determined, indicating that the sample had possibly undergone a phase change, 
X-ray analyses made on these samples confirmed the presence of oCAlB. _ 
in agreement with the phase diagram (Zone III, Fig. 6).   Figure 9 presents 
tne ion intensities as a function of the reciprocal temperature for a sample 
of AlB2(c) heated from 1060 to 1510oK.   A change in slope appeared to take 
place at 1270 t lO0*..   This value is in good agreement with the value of 
1248 K reported from phase studies.    Assuming that this represents the 
peritectic point a calculation was made for the heat of reaction at this 
temperature.   Since at the peritectic point the free energies for the vaporiza- 
tion of Al and decomposition of AlB» are equal, then 

AHV - TA SV = AH. - T A sr 

for the vaporization of aluminum and the decomposition of AlB2(c).   Employing 
the second law entropy of reaction and the JANAF values for the vaporization 
of Al,   AHr is calculated as 87.3 kcal/mole at 12650K.   This value 
compares favorably with the average measured value of 89.4 t 1.0 kcal/mole 
at 1150oK. 
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r TABLE I 

Al+ INTENSITIES OVER A1(D AND EQUILIBRIUM CONSTANTS 

FROM 1440OK TO IGOO^ 

T 103/T ^1 Kl = 

0K deg. K"1 x lO"13 , amp hd* log10 K1 

1442 .6935 35000 5.05 x 107 7.703 

1509.5 .6625 101000 1.52 x 108 8.183 

1560 .6410 213000 3.32 x 108 8.522 

1594.5 .6272 350000 5.58 x 108 8.746 
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TABLE III 

y        ALUMINUM ION INTENSITIES OVER  ^AlB12(c) AND EQUILIBRIUM CONSTANTS 

BETWEEN 1240^ AND 1560OK 

Run   1 

T 103/T 

deg. K'1 
-13 

x 10   amp 

Kl- 
log10 Kj 

1237.5 .8081 9 1.11 x 104 4.047 

1281 .7806 39 5.00 x 104 4.699 

1330.5 .7516 162 2.16x 105 5.333 

1368 .7310 510 6.98 x ID5 5.844 

1405.5 .7115 1640 2.31 x 106 6.363 

1461.5 .6842 8100 1.18 x 107 7.073 

1514 .6605 38000 5.75 x 107 7.760 

1562 .6402 122000 1.91 x 108 8.280 

1540 .6494 72000 1.11 x 108 8.045 

1514 .6605 39500 5.98 x 107 7.777 

1490 .6711 21700 3.23 x 107 7.509 

1462.5 .6838 10800 1.58 x 107 7.198 

1450.5 .6894 7400 1.07 x 107 7.031 

1413 .7077 2550 3.60 x 106 6.556 

1390 .7194 1200 1.67 x 106 6.222 

1349 .7413 345 4.65 x 105 5.668 

1331 .7513 170 2.26 x ID5 5.354 

1281 .7806 39 5.00 x 104 4.699 
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TABLE IV 

ALUMINUM ION INTENSITIES OVER ofAlB^Cc) AND EQUILIBRIUM CONSTANTS 

BETWEEN 1240^ AND 1560oK 

Run 2 

T 
0K 

103/T 

deg. K"1 

ha 
x 10-13 amp 

Kl 
IA1- 

= 

T log10 Kj 

1255.5 .7965 10 1.26 x 104 4.099 

1288 ,7764 43 5.54 x 104 4.743 

1319.5 .7579 128 1.69 x 105 5.227 

1352.5 .7394 355 4.80 x 105 5.681 

1384 .7225 1080 1.49 x 106 6.174 

1414.5 .7070 2650 3.75x 106 6.574 

1456.5 .6866 8100 1.18 x 107 7.072 

1484 .6739 19800 2.94 x 107 7.468 

1517 .6592 46000 6.98 x 107 7.844 

1560.5 .6408 126000 1.97 x 10* 8.294 

1551 .6447 87000 1.35 x 108 8.130 

1495 . 6689 22500 3.36x 107 7.527 

1474 .6784 12600 1.86 x 107 7.269 

1447 .6911 5800 8.39 x 106 6.924 

1402.5 .7130 1680 2.36 x 106 6.372 

1371 .7294 660 9.05 x 10
5 5.956 

1326 .7541 166 2.20 x 105 5.342 

1295 .7722 63 8.16 x 104 4.912 

1263 .7918 22 2.78 x io4 4.444 

1259 .7943 17 2.14 x io4 
4.330 

1555.5 .6429 95000 1.48 x 108 8.169 
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TABLE V 

ALUMINUM ION INTENSITIES OVER AlB^c) AND EQUILIBRIUM CONSTANTS 

BETWEEN 106(nC AND 1220^ 

Sample I* 

Run No. 
T 

OK 

103/T 

deg. K -1 x 10~     amp 

Kl = 
log10 Kj 

1146 .8726 

1168.5 .8558 

1189.5 .8407 

1215 .8230 

32.5 

67 

134 

285 

3.72 x 10 

7.82 x 10^ 

1.59 x 10J 

3.46 x lO1 

4 570 

4,893 

5.202 

5.540 

( 

1106 .9042 

1125 .8889 

1145 .8734 

1168.5 .8558 

1196 .8361 

1218.5 .8207 

1102 .9074 

1080 .9259 

1061 .9425 

1126 .8881 

1150.5 .8692 

8.0 

17 

36 

69 

172 

345 

7.9 

3.3 

1.7 

17.2 

41.0 

8,85 x 10' 

1.91 x 10^ 

4.12 x 10' 

8.06 x lo' 

2.06 x 10J 

4.21 x lO* 

8.71 x 10' 

3.56 x 10v 

1.81 x 10: 

1.94 x 10^ 

4.72 x lO' 

3.947 

4.281 

4.615 

4.906 

5,313 

5.624 

3.940 

3.552 

3.256 

4 288 

4.674 

* Original sample 
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TABLE VI 

f ALUMINUM ION INTENSITIES OVER A1BL(C) AND EQUILIBRIUM CONSTANTS 

BETWEEN lOeOTCAND 1220^ 

Sample II* 

Run No. 

T 
0K 

103/T 

deg. K'1 
-13 

x 10   amp 

Kl 

hd' T log10 Kj 

1 1153 .8673 33.5 3.86 x 104 4,586 

1161.5 .8610 41.5 4.82 x 104 4.683 

1192.5 .8386 116 1.38 x 105 5.144 

1210.5 .8261 200 2.42 x 105 5.384 

1212.5 .8247 212.5 2.58 x 105 5.411 

1096 .9124 4.6 5.05 x 103 3.703 

2 1166 .8576 50 5.83 x 104 4.766 

1184.5 .8442 89 1.05 x 105 5.023 

1208.5 .8274 188 2.27 x 105 5.356 

1186 .8432 92.5 l.lOx 105 5.040 

1151.5 .8684 31 3.57 x 104 4.553 

1135 .8811 18 2.04 x 104 4.310 

1121 .8921 10.6 1.19 x io4 4.075 

1098 .9107 4.7 5.16x 103 3.712 

1078 .9276 2.2 2.37 x 103 3.374 

♦Original sample preheated 20 hrs at 1100^ in open cell 
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ID Run 1, without D« gas 

-4 y) Run 2, with 10      atm D« gas 

A Run 3, with 10~4 atm D9 gas 

Fig. 3.   t,     * 1) vs ' ''T representing the reaction Al(l) = Al(g) 
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Fig. 4,   plot of IO^IO^MD^AP 
vs 1^T representing the reaction 

^Ug) + l/2r2(g) =AlD(g), D2 = 10      atm (const.) 
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